DIMES #106 has a central well filled with lithium.

The body is ATJ
graphite.

The design is a

The well contains 0.6 cm® of metallic Li.
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NOTES:
1. MATERIAL : GRADE ATJ GRAPHITE

2. ALL CORNER RADII TO BE .06 +/- .03 UNLESS
OTHERWISE SPECIFIED

3. BLEND ALL RADII TO A SMOOTH CONTOUR

4. AFTER MACHINING WIPE ALL SURFACES WITH
A CLEAN CLOTH WETTED IN 200 PROOF ETHYL
ALCOHOL. LET DRY . SEAL PART IN
POLYETHYLENE BAG.
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modified version of the earlier type 3 sample.
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DIMES sample #106 with lithium metal insert
— before exposure.

e DIMES #106 is a
graphite sample (ATJ)
with a Li filled well
(2.54 cm diameter,

1.3 mm deep).
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